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2.1 Introduction

Research and development on films and coatings made from various agricultural
proteins has been conducted over the past 20 years, but is of heightened interest, due
to the demand for environmentally-friendly, renewable replacements for petroleum-
based polymeric materials and plastics. To address this demand, films and coatings
have been made from renewable resources, such as casein, whey, soy, corn zein,
collagen, wheat gluten, keratin and egg albumen. Those made from agricultural proteins
create new outlets for agricultural products, byproducts and waste streams, all of

which can positively impact the economics of food processes.
Due to casein's ability to form water-resistant films, it was used for hundreds of

years in paints and coatings (Gettens and Stout 1984). In the late nineteenth century,
casein was converted into a hard plastic material by cross-linking it with formaldehyde.
A patent for this technology was issued to Adolf Spitteler in Bavaria (Brother
1940), and it was used for the manufacture of products, such as buttons, umbrella

handles, small boxes and pen cases.
Protein-based materials experienced a boom of interest in the early twentieth

century. Prior to World War II (WWII), several types of protein-based films, coatings,
plastics and textiles were commercially available. Textiles developed from agricultural
proteins were categorized as azlons. World War I (WWI) and WWII created a
substantial demand for materials to make uniforms, blankets and other supplies for
soldiers. Wool was the main textile material, but wool substitutes were also created
from such products as casein, soy, corn zein and peanut protein (Brooks 2006).
Casein-based protein fibers had silk-like properties, and were commercialized under
brand names such as Lanital, Merinova and Arlac developed by the United States
Department of Agriculture (USDA). Peanut protein fiber was sold as Ardil, and
corn zein was used to make the commercialized textile Vicara (Kiplinger 2003).

K. Dangaran ( ), P.M. Tomasula. and P. Qi
Dairy Processing and Product Research, Eastern Regional Research Center, ARS.

USDA. 600 East Mermaid Lane. Wyndmoor, PA 19038, USA
e-mail: dangaran.3@osu.edu

M.E. Embuscado and K.C. Huber (eds.), Edible Films and Conti,zgsjr Food Applications. 	 25

DOl I0.1007/978-0-387-92824-1_2. © Springer Science+ Business Media, LLC 2009



K. Dangaran et al.

The large demand br resources created by \'Wl and WWII was a catalyst for
scientific and technological improvements to protein-based polymers. Additionally,
the idea of developing new, non-food uses from agricultural crops received wide
support and distinction in the form of the Chemurgy Movement (Finlay 2004). In the
1920s and 1930s, the National Farm Chemurgic Council was formed, promoting
the move to generate new products from agricultural commodities that were useful
to industry. For a time, this original "green" movement had a growing influence
throughout the country. Supporters included important figures like William Hale, a
prominent figure within Dow Chemical, and Henry Ford, a leader in the automotive
industry, who promoted and used hiohased plastics, textiles and fuels in his auto-
mobiles. In response to the demand, the USDA established four regional research
centers, devoted to creating value-added products, developing renewable hiohased
materials, and discovering new routes for industrial utilization of agricultural materials
(Kelley 1993). However, production and use of agricultural-based polymeric materials
declined after WWII clue to the development of petroleum-based products, which were
cheaper, easier to produce, and generally superior to their agricultural counterparts.

Still today, the four USDA research centers remain mainstays of the Agricultural
Research Service (ARS), the research arm of the USDA. While the mission of
ARS has expanded to address additional challenges currently facing agriculture, a
significant portion of the mission is dedicated to research on value-added foods
and hio-based products. Today, there is renewed interest in hiohased materials;
consumers demand environmentally-friendly products that lower dependence on oil
and other non-renewable resources (Comstock et al. 2004). As evidenced by
Presidential Initiatives 13101 and 13134, which call for increased use and development
of agricultural-based products, hiohased product research has become a priority for
government, academic, and industrial research institutions.

With their proven track record for function and commercialization, packaging
applications are well suited to be made from hiohased materials and to incorporate
protein-based materials. Food packaging innovation, including films and coatings,
is driven by (1) distribution needs, especially as globalization increases the distance,
products are shipped; (2) consumer demands for convenient packaging, including
easily recyclable packaging; and (3) environmental legislation. During the last 5-10
years, especially in the UK and Japan, government legislation has accelerated the
development of environmentally-friendly packaging (Sonneveld 2000; Comstock
et al. 2004). Moreover, increasing energy costs also raise the prices of conventional
packaging materials. In 2005-2006, food packagers in Europe experienced a
30-80% increase in the cost of packaging materials, mostly due to the escalating
cost of petroleum (Anonymous 2006).

The inherent properties of proteins make them excellent starting materials for
films and coatings. The distribution of charged, polar and non-polar amino acids
(Fig. 2.1a—c) along the protein chain creates chemical potential. Figure 2.2 shows
a representation of beta- laetoglohulin, the major protein found in whey. The shading
illustrates the domains of polar and non-polar areas along the protein chain.
The resulting interactive forces produce a cohesive protein film matrix. Films form
and are stabilized through electrostatic interactions, hydrogen bonding, van der
Vtals forces, covalent bonding, and disulflde bridges (Krochita ci al. 1994). Protein
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Fig. 2.1 (a) Non-polar amino acids. (b) Polar amino acids. (C) Charged amino acids

film-forming capabilities are best demonstrated in emulsified systems in which
amphipathic proteins form films at air—water or water—oil interfaces. There are also
secondary benefits for using proteins to form films and coatings. Proteins have multiple
sites for chemical interaction as a function ol' their diverse amino acid functional
groups, which can allow for property improvement and tailoring. Chemical changes can

improve the stability of films and coatings. Cross-linked protein films are often more
stable than their polysaccharide-based counterparts and have a longer lifetime (Barone
and Schmidt 2006). Figure 2.3 depicts the enzymatic cross-linking of proteins.
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Fig. 2.2 Examples of polar (light gray) and non-polar (dark gray) domains in proteins as

depicted by the beta- lactoglohulin molecule

Chain 1

Fig. 2.3 Cross-linking reaction of protein chains catalyzed by the enzyme transglutamiflase
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Protein-based films and coatings are also biodegradable and compostable. As they
degrade, they provide a source of nitrogen, which contributes a fertilizer benefit not
available with other non-protein-based films and coatings. Finally, there is emerging
evidence that the hioactive peptides produced upon digestion of proteins (dairy sources
in particular) have antihypertensive and radical scavenging health benefits (Aimutis
2004; FitzGerald et a]. 2004).

This chapter will cover the most commonly studied proteins used for research in
films and coatings. Film formation, properties, and future trends will be discussed.

2.2 Composition

Films and coatings may be made from proteins of both animal and plant origin.
Protein-based films and coatings are prepared from solutions comprised of three
main components: protein, plasticizer and solvent. The properties of the final film
are affected by the intrinsic properties of the film or coating components and extrinsic
processing factors (Panyam and Kilara 1996). Intrinsic properties of proteins include
amino acid composition, crystallinity (of the protein and/or plasticizer), hydropho-
hicity/hydrophilicity, surface charge, p1, molecular size, and three-dimensional shape.
Thhle 2.1 provides the amino acid composition for several proteins used to make

Table 2.1 Ammo acid composition (mot %) of some proteins used to make edible films and
coatings

fI-lactoglohulin (whey) 	 a5-cascin	 K-cascin	 a.zeinh (corn)
Alan inc
Arginine
Asparagine
Aspartic acid
Cysteine
Glutaniic acid
Glutarnine
Glycine
Histidjne
Isoteucine
Leucine
Lysine
Meihionine
Ph cnyt a Ian inc
Proline
Serinc
Threon Inc
Tryptophan
Tyrosine
Vat inc

'Kinsella and others (1989)
"Adapted from Larkins and others (1993)
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edible films and coatings. The presence of cysteine allows for potential disulfide
bridge formation, as noted for beta-lactoglohulin. High concentrations of leucine,
alanine and other nonpolar amino acids can create hydrophobic proteins, as seen in
a-zeifl. Extrinsic factors include processing temperature, drying conditions, pH,
ionic strength, salt-type, relative humidity during processing and storage, shear and
pressure (Damodaran 1996). A brief summary of the properties for some proteins
commonly used for making films and coatings is given below.

2.2.1 Animal Proteins

2.2.1.1 Casein

Casein is the major dairy protein group occurring at 24-29 g/l in bovine or goat milk
(Audic et al. 2003). There are four main subunits - alpha s  -casein, alpha s2-casein,

beta-casein and kappa-casein that make up 38%, 101/c, 36% and 13% of casein

composition, respectively (Audic et al. 2003). Each of the four protein fractions has
unique properties that affect casein's ability to form films. Alpha si is a 23.6 kDa
protein with a net charge of —21.9 at a pH of 6.6 and a p1 of 4.94. It has eight
phosphorylated serine residues, 17 proline residues, 25 glutamine residues and no
eysteine residues. Alpha s  has the majority of its charge isolated between the hydro-
phobic N- and C-terminals, making the protein amphipathic. The phosphorylated
serine residues are clustered with glutamine residues, forming calcium-binding sites.

Consequently, alpha sI is Ca 2 sensitive, which means that the protein will aggregate

and precipitate in low concentrations of the ion. Because it does not contain free
cysteine, it cannot participate in disulfide bond formation and cross-linking.

Alpha s2-casein is also Ca2 sensitive. It has a net charge of—l3.8. apI o15.37.

and two regions of high-charge density, making it more hydrophilic than other

casein proteins.
Beta-casein is an amphipathic protein with a polar N-terminal, but a large

hydrophobic domain. It is also Ca 21 sensitive. The solubility of beta-casein increases

when the temperature is dropped to 4°C.
Kappa-casein is the other major casein protein; however, it is different from the

other three casein fractions, because it is not calcium ion sensitive. Kappa-casein is
located at the outer layer of a casein micelle, and is very amphipathic with a polar
domain that interacts with polar solvents. It is often described as the "hairy layer"
of the casein micelle (Swaisgood 1993, 1996).

2.2.1.2 Whey Protein

Whey is a byproduct of the cheese-making process, and whey proteins are
technically defined as those that remain in the milk serum after coagulation of the
easeins at a pH of 4.6 and a temperature of 20'C (Morr and Ha 1993). Whey protein is
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comprised of several individual proteins, with beta-lactoglohulin, alpha- lactalburn in,
bovine serum albumin, and immunoglohins being the main proteins (deWit and
Klarenheck 1983; Kinsella 1984). Whey proteins differ from caseins in that their
net negative charge is evenly distributed over the protein chain. The hydrophobic,
polar and charged amino acids are also uniformly distributed. Consequently, the
proteins bid so that most of the hydrophobic groups are buried within the whey
protein molecule. Extensive self-association does not occur under neutral conditions,
as seen among casein proteins (Swaisgood 1996). The protein interactions that
occur between chains determine film network formation and properties.

Beta- lactoglobulin is an 18.3 kDa protein that consists of about 160 amino acids,
depending on the genetic variant, and comprises 48-58% of the total whey protein.
It does not denature as pH changes, but is thermolabile. Its secondary structure
is dominated by an eight-stranded beta-barrel, and also possesses a three-turn
alpha-helix. For film formation, there is an important free sulthydryl group, cysteine
121 (CYSI2I), and two disulfide bonds between cysteine 66-cysteine 160 and
cysteine 106-cysteine 119. In the native form, CYSI2I is hidden by the alpha-helix
(Sawyer et al. 1999). After thermal denaturation, the thiol group is exposed and
available for intermolecular disulfide bond formation. Consequently, edible films
made from denatured whey protein are stronger and more cohesive than those made
from native protein (Perez-Gago et al. 1999). The denaturation temperature of
beta-lactogiobulin is 78°C in a 0.7 M phosphate buffer (pH 6) (deWit and Klarenheek
1983). The most abundant amino acids in bovine beta- lactogiohulin are leucine,
gl utamic acid, and lysine. Notably, beta-lactoglohulin is low in tyrosine residues
(Etzel 2004), which limits its ability to cross-link through the hi-tyrosine radicals
that form when proteins are exposed to irradiation treatment.

Alpha-lactalbumin is the second most abundant whey protein, comprising 13-19%
of the total whey protein, with a molecular weight of 14.2 kDa. It contains four
internal disulfide bridges. Bovine serum albumin (BSA) is the longest single-chain
whey protein, with a molecular weight of66 kDa. It is prone to precipitation around
60-65°C, due to increased hydrophobic binding between the chains (deWit and

Klarenheek 1983). The immunoglobulins are a mixture of proteins, and are very
thermolabile.

2.2.1.3 Meat Proteins

There are three types of meat proteins: sarcoplasrnic, strornal and myotibrillar.
Enzymes, myoglohulin, and cytoplasmic proteins are examples of sarcoplasmic
proteins. Stromal proteins include collagen and elastin. while myofibrillar proteins
include myosin, actin, tropomysin, and troponins. Stromal and myofibrillar proteins
are used for making edible films and coatings.

Collagen is a fibrous, stromal protein extracted troni connective tissue, tendons,
skin, bones and vascular system, which are waste products of meat processing.
Collagen is made from three parallel alpha-chains, which combine to make a triple-
SILLI1(lC(l .supeihelieal shucture. The auhiril) ncd SCLJLICIIOe ot eoIlacn is doiiiinatcd
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by a repeating trio of Gly-X-Y residues (where X and Y are often proline and
hydrOXYPr0l1ne respectively) (Haug et al. 2004). Gelatin is formed when collagen
is exposed to a mild heat treatment under acidic or alkaline conditions (Badii and
Howell 2006). In this process, collagen is partially denatured, but upon cooling,
partially reforms the triple helix structure, though unstructured domains also exist.
The resulting protein material is referred to as gelatin. Gelatin contains a large
amount of proline, hydroxyproline, lysine, and hydroxylysinc, which can react in
an aldol-condenSation reaction to form intra- and intermolecular cross-links among

the protein chains.
Gelatin is used in the food industry to thicken and texturize foods, because of its

good gelling properties. It also has excellent foaming properties that translate to it
being a good edible film former. Gelatin has been used as a coating by the food and
pharmaceutical industry for years. Recently, marine gelatins have attracted increased
interest due to the perceived risk and stigma associated with bovine spongiform
encephalopathy (BSE), which is a potential risk associated with gelatin obtained
from cows. Fish gelatin is also getting more attention as the fish industry tries to find
new outlets for their skin and bone by-products. In Alaska alone, over one million
pounds of by-product are generated annually (Avena-Bustillos et al. 2006). Fish gelatin
from those species that live in cold water environments has amino acid compositions
that differ from those of mammalian gelatin. Cold water fish gelatins contain a
lower percentage of proline and hydroxyproline; consequently, fish gelatins have a
lower melting and gelation temperature (Balian and Bowes 1977).

Myosin and actin make up the major fractions of myofibrillar proteins. Like
collagen and gelatin, the secondary structure of myofibrillar proteins possesses the
alpha-helix as the dominant secondary structure. The proteins are soluble in salt
solutions. There is interest in using myofibrillar proteins for edible films and coatings,
because of the need to find economic uses for this by-product-stream originating
from the Alaskan fish industry.

2.2.1.4 Egg Albumen

Egg albumen is the second major component of liquid egg white, water being the
first, and makes up approximately 10% of the total liquid egg white weight. Within
egg albumen, there are five main protein fractions: ovalbumin, ovotransferrin,
ovomucoid, ovomucin and lysozyme. Differential scanning calorimetry analysis shows
three main endotherms that occur during heating of egg white protein that correspond
to the denaturation of ovotransferrin, lysozyme. and ovaihumin. Ovalbumin is the
predominant egg white protein fraction, comprising nearly 50% of the overall protein
content. Ovalbumin is a 44.5 kDa protein that contains free sulfflydryl groups available
for cross-linking (Mine 1995). Ovotransferrin is an iron-binding protein with a weight
of 77.7 kDa and a p1 of -6. 1. Lysozyme, one of the most studied proteins due to its
antimicrobial activity, has been found to he active against gram-negative bacteria.

E 	proteins are thermolabile, and form strong heat-set gels. During heat
denaturation, egg white proteins form stable intermolecular beta-sheet structures
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between ovalbumjn, ovotransferrin, and lysozyme. Above 60°C, egg white proteins
unfold, exposing their internal sulfliydryl groups that can effect disultide bond
formation, and surface hydrophobicity increases (Mine et al. 1990). Denaturation
of egg white proteins can he affected by pH, salt concentration, sucrose, or pre-heat
treatment. Over time, as a result of thiol cross-linking, ovalhumjn forms s-ovalhumin,
which is a more stable form of the protein with a higher denaturation temperature
(Ternes 2001).

2.2.1.5 Feather Keratin

Annually, approximately 2.3 billion pounds of feathers are generated as a byproduct-
stream of the poultry processing industry. Feather keratin, a fibrous protein, has
unique film-forming properties due in part to its disullide bonds that can he reduced
to facilitate intermolecular cross-linking of protein chains. Feather keratin is also
semi-crystalline, which adds to its high stren gth and stiffness (Barone CL at. 2005).
Chicken feathers are 91% protein, 1% lipid and 8% water (Kock 2006). The most
abundant amino acids are cysteine, glycine, proline and serine; there are very few
histidine, lysine, or methionine residues (Schmidt 1998).

2.2.2 Plant Proteins

Fruits and vegetables are generally low in protein content, with polysaccharides
being the predominant biopolymers obtained from these sources for making edible

4films and coatings. However, cereal grains, tubers, legumes, and pulses possess higher

bk	
protein contents than fruits and vegetables. These proteins have been isolated and
studied for film formation.

2.2.2.1 Wheat Proteins

Due to the importance of bread products in both food and culture, the breadmaking
process has been extensively studied. More specifically, the properties of wheat

linen, which is a major contributor to bread properties, have been investigated in
tail. Wheat gluten, which contains a small proportion of charged amino acids

ine, histidine, arginine) and a high proportion of non-polar amino acids, aggregates
'ly due to hydrophobic interactions (Haard and Chism 1996). There are four primary

heat protein fractions, classified by their solubility: albumins (water soluble),
hhulins (soluble in dilute salt solutions), gliadins (soluble in 70-90% ethanol),
d glutenin (insoluble under all of the previously mentioned conditions) (Haard

,,iid Chism 1996).

(ilutenin and gliadin are the major proteins within wheat flour, making up 47%
and 3414 of the total protein conieni. rc.peeti\eIv (Kinsella 1982). Ghiadin is a
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single chained peptide of approximately 40 kDa, consisting of four distinct fractions:

aI, y, with &13 and y gliadins containing intramolecular disulfide bonds
(Kinsella 1982). These play a role in film formation, strength and elasticity. Glutenin
is a mixture of proteins and has a molecular weight distribution between 100 and
1,000 kDa, depending on the number of intermolecular disulfide linkages. Some
glutenin molecules are branched. The disulfide bonds present in glutenin and ghiadin
play an important role in determining the strength of the protein matrix. Oxidizing
agents, such as potassium bromate, potassium iodate and ascorbic acid, can he added
to affect the strength and elasticity of the matrix. Low molecular weight thiol-
containing compounds, like glutathione, also can he present in wheat protein. These
small thiol compounds react with the disulfide bonds within and between gluten
molecules and cleave them, weakening the wheat protein matrix. Oxidizing agents can
selectively react with the small thiol groups, making it easier for protein—protein
SS/SH exchange to take place and subsequently, increasing the strength and elasticity

of gluten (Kinsella 1982).
The gluten protein matrix is also affected by shear, which causes proteins to unfold,

hydrogen bonds to weaken, and a general rearrangement of the proteins to form
parallel fibers. These changes increase the elasticity and stretchiness of the resulting
matrix. During exposure to shear stress, hydrophobic areas are pulled apart and
become exposed to water within the dough matrix, leading to a hydrophobic effect
and a re-ordering of water molecules. When the stress is removed, the proteins
relax, the hydrophobic areas retold, and the water becomes less structured. Gluten,

therefore. can he considered both plastic and elastic.

2.2.2.2 Soy Protein

Soy protein is comprised of a mixture of globular proteins. Approximately 90% of
soy proteins separate into either a 2S, 7S, I IS or 15S fraction, based on molecular
weight and sedimentation coefficient (Cho and Rhec 2004). The two main globular
proteins are beta-conglycinin (7S globulin) and glycinin (1 IS globulin), which
make up 37% and 31% of the soy proteins, respectively. Conglycinin (140-170 kDa)
consists of various combinations of three subunits, which are heavily glycosylated
(Kunte et al. 1997). Glycinin (340-375 kDa) is made of six AB subunits, which
are each comprised of an acidic (A) and a basic (B) polypeptide, linked together via

disulfide bonds.
As with other film-forming proteins, glycinin is known to he a gelling agent,

emulsifier and foaming agent (Subirade et al. 1998). Heat and alkaline conditions
can denature soy proteins, affecting film formation. Similar to beta- lactoglohUlin
(whey protein), glycinin (I IS protein) forms intermolecular disulfide bonds when
denatured, which bonds affect the tensile properties of a formed film. Soy protein
association and stability is dependent on the pH and ionic strength (Petruccelhi
and Anon 1994). Beta-conglycinin is less heat stable than glycinin; the proteins
have denaturation temperatures of approximately 70°C and 80°C. respectively

(Renkema and Vliet 2002).
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2.2.2.3 Corn Zein

Zein protein from corn has some unique characteristics compared to most other
agricultural proteins used for edible films and coatings. Zein possesses a high
percentages of nonpolar amino acids and low proportions of basic and acidic amino
acids. The three primary amino acids in corn zein protein are glutamine (21-26%),leucine (20%) and proline (10%) (Shukla and Cheryan 2001). Consequently, corn zein
protein is insoluble in water, a characteristic that affects the barrier properties of its
films. The two major fractions of zein are alpha-zein and beta-zein. Alpha-zein is soluble
in 95% ethanol, and makes up approximately 80% of the total prolamines present in
corn, while beta-zein is soluble in 60% ethanol. A helical secondary structure
dominates zein proteins (Shukla and Cheryan 2001). When formed into films, zein
is glossy, tough and greaseproof, with a low water vapor permeability compared to most
other agriculturally-based protein films. Zein has been commercially used as a coating
for medical tablets, and has the potential to be used in biodegradable packaging.

2.3 Solvents

Water and ethanol are the solvents of choice for making edible films and coatings,
hecause they are safe for consumption. However, if the application of the film or
:oating from an agricultural protein is not intended for a food application, other

' 1eanic solvents may be used. In a study by Yoshino et al. (2002), zein films were
made using either aqueous ethanol or aqueous acetone as the solvent system. When
ethanol was used as the solvent, resulting films initially had higher tensile strength
a compared to those made with acetone; however, they were also more susceptible
to moisture and high humidity environments. As the relative humidity of the storage
environment increased from 5 to 90%, the tensile stren gth of the ethanol-solvent
zein films dropped over 75c (from 29 to 7 MPa), while the acetone-solvent zein
films lost only 15% of their initial strength (from 25 to 21 MPa). Thus, choice of
solvent can affect the properties of a formed film.

2.4 Plasticizers

Plasticizers are small molecular-weight compounds that can he added to an edible
111in or coating solution to improve the flexibility and mechanical properties of
the film matrix. Most protein-based films and coatings are very strong, but very
hrittle when not plasticized (Gennadios et al. 1994); thus, a plasticizer is necessary
to improve the application potential of protein-based films. While plasticizers can
Improve the flexibility and elongation of protein films, they also affect the permeability
of the films and coatings (McHugh and Krochta 1994). As a general rule, the addition
of a plasticizer increases the permeability of a film or coating.

There are two types of plasticization: internal and external. Internal plasticizers
chemically "' Odify a protein chain 1hrouh addition of uhIituent eioups attached
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Fig. 2.4 Examples of chemical modification of protein chains

via covalent bonds. Common chemical derivatization schemes are acetylatioii,
succinylation and Maillard reactions with monosaccharides (Fig. 2.4). Internal
plasticizers create steric hindrance between the protein chains, leading to increased
free volume and improved flexibility. External plasticizers solvate and lubricate the
protein chains, lowering the glass transition temperature of the proteins and also

increasing the free volume.
Common plasticizers used in edible films and coatings are typically polyols.

including glycerol, propylene glycol. polypropylene glycol, sorhitol and sucrose.
Fatty acids have also been used as plasticizers in edible films and coatings, though
they are not as common. The most effective plasticizer is. of course, water. The effec-

tiveness of a plasticizer is dependent upon three things: size, shape and compatibility
with the protein matrix (Sothornvit and Krochta 2001). The state of the plasticizer
under normal storage conditions may also affect its permeability and flexibility. Solid

plasticizers may have an "antiplasticizing" effect, and decrease matrix flexibility,
while improving permeability (Dangaran and Krochta 2007). In traditional polymer-
plasticizer systems, antiplasticization occurs when a plasticized system is harder
and less flexible than the pure polymer at a temperature below the glass transition

or Tg (Chang et al. 2000: Morara et al. 2002).
Several researchers have conducted studies to evaluate the efficiency of different

plasticizers in protein-based films, and have developed empirical models to describe
the observed phenomena (Sothornvit and Krochta 2000. 2001: Dangaran and Tomasula
2006). Dangaran and Tomasula (2006) used a modified version of the Gordon—Taylor
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Tg = w1 1g 1 + kw 
2T92

+

19 is the glass transition temperature of a blend of polymers
w1 is the weight traction of polymer 1
Tg 1 is the glass transition temperature of polymer 1
W, is the weight fraction of polymer 2
1 92 is the glass transition temperature of polymer 2
k is the fitting parameter (indicator of mixing efficiency)

Fig. 2.5 Gordon—Taylor equation

equation (Fig. 2.5), and applied it to determine the effect of glycerol, propylene glycol,
md sorbitol on three types of caseins, each differin g in structure and chemical func-
monality (water solubility). They determined that the effectiveness of a plasticizer was
ll'ected by the microstructure and chemical nature of the plasticizer, with glycerol
'eing the most efficient. Sothornvit and Krochta (2001) also found glycerol to be
lie most efficient plasticizer in a whey protein film matrix. Their empirical model
lit the changes in the observed tensile properties and oxygen permeahilities for
u I ins with up to 30% plasticizer. They reported an exponential relationship between
urn properties and plasticizer content. The properties of the protein (crystallinity,

drophoh icity/llydrophjlicily) also affect the plasticizer—protein interaction.

2.5 Film and Coating Preparation

There are several ways to form edible films and coatings from agricultural proteins,
all of which affect the properties of the final film or coating. Films can be formed
via several processes, depending on the starting material. Lipid and wax films can
he formed through solidification of the melted material (Fennema and Kester
1991). Biopolymers in solution can form films by changing the conditions of the
solution. Applying heat, adding salt or changing the pH may alter conditions in the
solution, such that the hiopolymers aggregate in a separate film phase. This process
is called coacervation (Krochta et al. 1994: Debeaufort et al. 1998).

2.5.1 Solvent casting

Sol\cni casliii i. lie preferred method used to form edible protein films for research.
Various types of equipment are available for solvent casting of films, from simple
casting-plates to more advanced batch and continuous lab coaters (Fig. 2.6a, b).
Because it is effective and cost-efficient, the most commonly used method for
forming protein film samples for research is by manually spreading dilute film
solutions (usuall 5-10 1/( solids) ol protein and plasteiier into level Petri dishes or
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Fig. 2.6 (a) Casting plate and
casein films. (b) Continuous lab
coater and rolls of edible films
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plates, and then drying theni under ambient conditions or controlled relative humidity.
More sophisticated equipment can produce larger protein films by mechanically
spreading the solution to a fixed thickness.

Kozempel and Tomasula (2004) developed a continuous process for solvent
casting of protein films. This process was demonstrated using casein-based films.
Parameters that need to he determined for continuous film production are air tempera-
ture, surface properties of the substrate upon which the films are formed, flow rate,

and drying time. Films can be dried under ambient conditions, with hot air, infrared
energy, or microwave energy. The method of drying can significantly affect the
physical properties of the final film, including film morphology, appearance, and
barrier and mechanical properties (Perez-Gao and Krochta 2000).

2.5.2 Extrusion of Edible Films

An alternative to solvent casting is extrusion, which uses elevated temperature
and shear to soften and melt the polymer, thus allowing a cohesive film matrix to
form. Extrusion of proteins into films has certain advantages over solvent casting.
Comparatively, extrusion is faster and requires less energy, due to the fact that more
concentrated film solutions can he fed into the extruder. For solvent casting, evapo-
rating ethanol or especially water, is both energy intensive and time consumino.
adding to the production costs of edible films. The use of extrusion reduces time
and energy inputs to bring the cost of biopolymer film formation into a competitive
range with synthetic film production.

Results from recent studies (Hernandez et al. 2005, 2006) investigated the
processing parameters to extrude transparent, flexible whey protein sheets using a

twin-screw extruder. Feed composition, temperature and screw speed were varied.
These extruder dimensions and operating conditions allowed for sufficient heat-
denaturing and cross-linking of the whey protein to produce sheets that had
improved tensile properties, as compared to solvent-cast heat-denatured whey
protein films (Hernandez 2007).

Extrusion can be applied to other protein materials as well. In a study by Zhang
et al. (2001), sheets were extruded from soy protein, and the effects of plasticizer
type, plasticizer amount, and cross-linking agent were measured. The tensile
strength and elastic modulus of soy protein sheets were comparable to LDPE,
depending on the processing agents (plasticizer, cross-linker) used. Gluten-based
films have also been extruded. In a study by Hochstetter et al. (2006), extruded
sheets of wheat gluten and glycerol were successfully made. They determined that
under the shear and temperature conditions used to make the films, there was an
orientation of the protein film matrix. Films tested either parallel or perpendicular
to the direction of extruder flow, gave different tensile properties. Films cut in the
cross direction of the extruder flow were stronger (25 MPa tensile strength) with
shorter elongation (120%), compared to those tested in the direction of the machine
how (17 MPa and 170% for tensile strength and elongation, respectively). However.
filuis \\'cre brown in color due to Maillard reactions that occurred durine hich
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temperature extrusion (130°C). In a study by Ohuz et at. (2001), wheat gluten was
extruded with varying proportions of LDPE or metal locene-catalyzed ethylene-
hutefle copolyilier (MCEBC). In tests containing up to 25% of the wheat gluten

hiopolyn1er, the tensile properties of films were similar to the pure synthetic materials.
However, if higher amounts of the hiopolymer were incorporated, there was a
significant detrimental effect on both elongation and tensile strength. Given the
processing advantages of extrusion for producing stand-alone turns, more research

on extrusion of protein films is warranted.

2.5.3 Spinning

Wet-spinning is a processing technique most commonly used by the textile industry
to form fibers (Rampon ci at. 1999). During fiber formation, a solution of polymer
is passed through a pin hold spinneret under pressure. Frinnault et al. (1997) modified
the spinning process to form films from casein, replacing the spinneret with a plate
die to form flat films. Protein solutions were extruded into a coagulating bath, and
then collected onto a roller. The modified wet-spinning process has also been used
to make turns from soy protein. Rampon etal. (1999) hypothesized that soy protein
chains could be oriented similar to textile fibers using the spinning method. They
further theorized that an increased orientation of protein chains within the edible
film might facilitate an increase in the elongation values of the films. Though they
were successful in forming films, no increase in the orientation of the protein chains
was observed. As the modified film formation process used a pressure tower than
that commonly used textile processing, the authors suggested that shear could

possibly play a role in orientation.

2.5.4 Edible Coating Formation

Edible coatings are formed using the same processes and according to the same
mechanisms associated with solvent casting of films. A dilute protein solution is
applied to the surface of the food product, and the coating forms upon evaporation
of solvent. Typical methods for forming a coating include panning, fluidized-bed

processing. spray-coating, and dipping.
Panning is a method used by both pharmaceutical and confectionery industries.

and entails putting the product to he coated into a large, rotating bowl, referred to
as the pan (Minifie 1989). The coating solution is ladled or sprayed into the rotating
pan, and the product is tumbled within the pan to evenly distribute the coating solution
over the surface of the food or pharmaceutical material. Forced air, either ambient
or of elevated temperature, is used to dry the coating. In a study by Lee et al. (2002a,h),
whey protein coatings were applied to chocolate candies to provide a clear, glossy
finish to a confectionery product. Edible shellac is currently used to finish choco-
lates and other candies, such as jelly beans, with a gloss surface. However, shellac



K. I)angiraii ci al.

is an ethanol-based coating that emits volatile compounds into the air. Whey protein
coatings plasticized with sucrose were found to be highly glossy (Dangaran and
Krochta 2003), and were preferred to shellac-coated chocolate products in a consumer
study (Lee et al. 2002a—c).

Fluidized-bed coating, a method used commonly by the pharmaceutical industry
to coat tablets, has been studied for formation of whey protein edible coatings to
protect nuts and peanuts. Lin and Krochta (2006) found that alternating the spray-
rig of coating solutions with periods of drying allowed for the gradual lormation of

the coating. The action of the fluidized-bed during drying of the coating appeared
to reduce the formation of clusters of coated product, a problem commonly encoun-
tered with formation of coatings via panning.

Spray-coating is used to apply a uniform coating over a food surface, and is a
potentially a more controllable method of coating application than pan- or fluidized-
bed-coating. However, spray-coating requires that the bottom surface of the product he
coated in a separate operation after application of the initial coating and drying. In this
scenario, the product must then be turned to expose the bottom for and  coating
application. Spray-coating is preferred for items possessing a large surface area.

Dipping, the other possible method of forming edible coatings on the surfaces
of food, is best-suited for irregularly-shaped food objects. Final formed coatings
may he less uniform than coatings applied by other methods, and multiple dipping
(with draining and drying steps between dipping operations) may he necessary to
ensure full coverage (Krochta et al. 1994).

2.6 Effects of Processing on Properties of Protein-Based
Films and Coatings

While there are several methods for forming protein-based films and coatings, sol-
vent casting still predominates. Most of the literature reports have investigated the
properties of solvent-casted films. The main properties of interest for films and coat-
ings are tensile properties (tensile strength, elongation at break and elastic modulus),
gas permeability, water vapor permeability and appearance. All of these properties
can he affected by the extrinsic conditions used to process and produce the films.

2.6. / Drying Conditions

lhc effect of drying conditions (e.g., temperature, relative humidity, type of energy
source, etc.) on the properties of protein-based films have been investi gated for
whey protein and casein as well as other protein sources. In all reported studies
Investigating the films made from either of the dairy proteins, drying effects on film
properties were minor, but still measurable. Kozempel et al. (2003) investigated thethe
cflcts of air temperature .air low, ielatjc llumi(ljty, uid initial total solids content



2 Structure and Function of Protein-Based Edible Films and Coatines

on the drying rate and tensile properties of calcium caseinate films. Using convec-

tion drying, they found that an air temperature of 34°C and a low relative humidity

drastically reduced the period of constant drying from approximately 1,300 to 400

nun compared to ambient air temperature, flow and high relative humidity. Also.
increasing the initial total solids of solutions from 6 to 15% dropped the constant

drying period from 1,300 to 300 mm. While drying time was significantly reduced,

differences in film tensile properties were not observed. However, tensile strength
and elastic modulus did trend upward as the initial total solids were increased.

Alcantara et al. (1998) reported similar results for whey protein films dried under

different conditions; tensile strength and elastic modulus were marginally increased
by an elevated drying air temperature. In a study by Kaya and Kaya (2000), the
effect of microwave energy drying was investigated in relation to the properties of
whey protein films. They observed no statistically significant increase in film water

vapor permeability or tensile properties, compared to films dried under ambient
conditions. However, film gloss was significantly increased as a result of micro-

wave drying, and drying time was shortened to 5 mm.

2.6.2 Cross-Linking

2.6.2.1 Heat Denaturation

Solvent-cast protein films, for which the solvent is water, are typically formed at
room temperature and stabilized through electrostatic interactions, hydrogen bonding,
and van der Waals forces among the protein chains. The protein film network may
be improved through heat-denaturation, which improves the tensile and harrier
properties of solvent casted films by induction of cross-linking between the protein
chains. Disulfide bond formation, which occurs with heat-denaturation in protein-
based films, is often used to modify film properties (Perez-Gago et al. 1999).
Heat-denaturation, and the subsequent polymerization of protein chains, has
been studied for two proteins commonly used to make edible films: whey protein

and soy protein.
For whey protein, temperature increases exposure of a free thiol group, CYS 12 I

of beta-lactoglohulin, due to alpha-helix shifts. Polymerization occurs through
intermolecular disulfide bond exchange, provided that the temperature is held at>

60-65°C (Galani and Apenten 1999). However, polymerization is not the only

chemical reaction involved in whey protein film network formation. Noncovalent
aggregation also occurs through new hydrophobic, ionic and van der Waals interac-
tions that occur between newly-exposed groups of the heat-denatured whey proteins.
These interactions increase as pH is decreased toward the whey protein isoelectric

point (Kinsella 1984; Kinsella and Whitehead 1989).
For soy protein films, thermal treatment is also important for the formation of a

film matrix. As reported by Renkenua and Vliet (2002), soy proteins (with the
exception of heta-conglycinin) and purified glycinin participate in heat-induced gel
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formation, which aggregation is facilitated through formation of disulfide bonds to
provide matrix cohesion. In a study by Okamoto (1978), films made from I IS soy
protein were stronger than those made from the 7S fraction because of the intermo-
lecular disulfide bonds formed between i IS protein chains.

2.6.2.2 Irradiation

There are other methods for inducing cross-linking of protein chains besides heat
denaturation. Irradiation has been successfully used to cross-link casein proteins, as
well as soy proteins (Lacroix et al. 2002). Water forms hydroxyl radicals when
exposed to gamma-irradiation. Aromatic amino acids, such as phenylalanine and
tyrosine, are more likely to react with the hydroxyl radicals than aliphatic amino
acids (Sahatoet al. 2001). A mechanism hypothesized to explain the radical polym-
erization process involves the formation of bi-tyrosine linkages between protein
chains (Brault et al. 1997). When exposed to 32 kGy of energy, soy protein and soy
protein-whey protein blends form stronger films than their non-treated counterparts.
Brault et al. (1997) did find that caseinate films cross-linked through irradiation
became very brittle and required a plasticizer to improve their properties.

2.6.2.3 Enzymatic and Chemical Cross-linking

(ross-linking of proteins has been induced by both chemical and enzymatic means.
Formaldehyde, glutaraldehyde, and lactic acid have been used to cross-link whey
proteins through lysine residues (Fig. 2.7). However, the cross-linked products are
no longer edible, due to the toxicity of the cross-linking agents (Galietta et al.
1998). More recently, genipin, a small molecule with no cytotoxicity issues, has
been investigated as a protein cross-linking agent. In a study by Bigi et al. (2002),
C, films were cross-linked using genipin. Film elongation decreased drastically
and stiffness increased as a result of genipin cross-linking. For 0%, 1%, and 2%
genipin addition levels, elongation was 211%, 16 17c and 13%, respectively, while
elastic modulus values were I MPa, 5.6 MPa and 6.8 MPa, respectively. Also,
gcnipin cross-linked films did not swell as much as untreated films when exposed
to aqueous solutions.

Transglutaminase is a food grade enzyme that uses the acyl-transferase mechanism
to link the gamma-carhoxyamide (acyl donor) of a glutamine residue to the gamma-
iinine (acyl acceptor) of lysine residues along protein chains (Mahmoud and Savello
1992). This enzyme is known to improve elasticity in foods. Originally, transglutam-
nsc was extracted from Guinea pig liver, making it expensive and cost-prohibitive

(nr large-scale production (Zhu et al. 1995). Transglutaminase is now posihie to be
obtained at a lower cost from microbial sources (Chamhj and Grosso 2006), and has
been used in both homogenous protein systems and mixtures of proteins to affect
tensile and permeability properties. Whey protein, casein, soy, egg albumin and
wheat gluten have all been investi gatc(l for treatment with this efl7.vmc. The molecular



01-4

__^K
OH

lactic acid

2 Structure and Function of Protein-Based Edible Films and CoaLngs

0

H J", H 
0 

formaldehyde	 glutaraldehyde

tH3

genipin

Fig. 2.7 Chemical agents for protein chain cross-linking

weight of alpha-lactalbumin, beta-lactoglohulin and alpha- lactalbumin/heta-
lactoglohul in mixtures was shown to increase after transglutami nase treatment.
indicative of cross-linking. Moreover, trans glutaminase-treated proteins were also
more heat stable relative to untreated ones (Truong et al. 2004). The cross-linked
protein networks were less soluble, which may improve the water vapor permeability
properties of films formed from the cross-linked proteins. Egg white proteins were
effectively cross-linked using transglutaminasC (Lim et al. 1998), as marked by an
increase in protein molecular weight determined by SDS-PAGE. Cross-linking was
enhanced as the incubation temperature increased, as more of the proteins were
unfolded, exposing more amino acids to the transglutaminase enzyme. Elongation

of the transglutaminase-treated egg white films was 50-100%, depending on the

glycerol content. Tensile strength reached a maximum of nearly 10 MPa, depending
also on the plasticizer content and relative humidity conditions.

Blends of proteins treated with transglutaminase have also been investigated.
Chambi and Grosso (2006) made mixtures of gelatin and casein in an attempt to
leverage the functionality of both proteins to create an improved film system.
According to Howell (1995), three main phenomena can happen when proteins are
blended (I) synergistic interaction, (2) precipitation, and (3) phase separation.
When treated with transglutaminase, gelatin and casein, in a 1:3 ratio by mass, they

had a synergistic effect on film elongation. Elongation increased to nearly 55% in

the enzyme-treated mixture, compared to 14-17% elongation for pure individual

casein and gelatin enzyme-treated film systems.
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Cross-linking can improve elongation in that the protein chains of the film
matrix are associated through covalent bonds instead of relatively weaker van der
Waals interactions (Chambi and Grosso 2006). In a study by Yildirim and
Hettiarachchy (1998), whey protein and the I IS fraction of soy protein were cross-
linked using transglutarninase and formed into a film. The untreated protein in the
control films had a water-solubility ranging between 325%, depending on pH. After
treatment with transglutaminase, solubility dropped to 0.5-6% under the same
experimental conditions. Lower water solubility was expected to lead to lower
water vapor permeability; however, WVP actually increased for transglutaminase
films. The authors did not investigate changes to surface hydrophobicity or micro-
structure for a possible explanation for the increased diffusion of moisture through
the treated-films. Nevertheless, a positive effect was observed in tensile strength
values of the transglutaminase films. The treated films were over two times stronger
than control films which had an average value of 6.26 MPa. The tensile strength of
tran sglutaminasetreated films (made from 50:50 mixture of I IS and whey protein)
increased to 17.86 MPa.

2.6.3 Ionic Strength

The properties of the protein-based films can he affected by the solubility of the

protein in a given solvent system. For example, increasing the water solubility
of a protein can improve the appearance and increase the elongation of protein

films. Similarly, the moisture barrier properties of a film can be improved by
decreasing the solubility of the protein in water. Changing the ionic strength of

the solution from which a film is cast represents one of the many ways to affect
the solubility of the final film product. In a study by Qi et al. (2006), the solubility
of various caseins was analyzed as a function of salt (NaCI) concentration.
CO,-precipitated casein (CO 7CN) and calcium caseinate were both studied
(Tomasula et al. 1995). The results showed that the solubility of CQ,CN
increased significantly as a function of salt concentration; however, the solubility
of calcium caseinate remained essentially unchanged. Based on transmission
electron microscope (TEM) investigations, CO,CN protein aggregates were
observed to disintegrate and became much smaller and of uniform size at ele-
vated salt conditions, suggesting that electrostatic interactions among caseins
brought about by pressurized CO, processing might he a dominating force in the
formation of these aggregates.

2.6.4 Particle Size

Changes in particle size in relation to either the protein matrix or additives to the
film system can affect the properties of the film. Non-soluble particles embedded

OW
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within a film matrix can affect the permeability of gas through a film. Permeability
is affected by the solubility of the diffusing compound in the film and by the diffu-
sion coefficient (Rogers 1985). Changing the path of travel for a molecule of gas
diffusing through the film can change the rate of diffusion. Thus, in a film matrix,
insoluble particles create a hindrance to diffusing molecules migrating through the
film. For a given mass of an insoluble additive, such as fat, a more tortuous diffu-
sion path can he created by making the particles smaller, thereby lengthening the
migration time and improving the harrier properties of the film (Prez-Gago and

Krochta 2001).
In a study by Dangaran et al. (2006), the tensile and water vapor properties of

casein-based films were affected by decreasing the particle size of insoluble

CO,CN particles. Films made from CO 2CN, which are only partially soluble in

water, are opaque and hazy. Dangaran et a]. (2006) found that the use of high shear

could reduce the particle size of the insoluble portion of CO 2CN. The effect of

protein particle size reduction on tensile properties, water vapor permeability, and
gloss was studied using the ASTM methodology. As the particle size of the CO2CN
was reduced from 126 to III pm. the tensile strength and elastic modulus of the
films increased, while water vapor permeability decreased. Comparing films made
from proteins of the same particle size reduction, gloss increased, on an average,
from 55.3 to 73.0 gloss units, but all films were still hazy. With a particle size less
than 86 pm. CO,CN films were glossy and transparent; however, tensile strength

decreased and WVP increased.

2.7 Analytical Tools for Determining Protein Structure

Changes in protein structure, due to processing conditions, can be measured and charac-
terized with appropriate instrumentation. Understanding the fundamental changes in the
molecular structures of the proteins can be advantageous to improving the functional
properties of the protein-based films for various applications. Modern chromatographic,
spectroscopic, and microscopic techniques can be used for analyzing the protein film-
making process, from the solutions (often concentrated) used to make the films to the
actual films themselves. Some commonly used spectroscopic techniques, such as circu-
lar dichroism (CD) and Fourier Transform Infrared (FUR) spectroscopy (Curley et al.
1998; Farrell ci al. 2002), used to study changes at the secondary structure level, can also
be applied to study protein confonnational changes within films. However, one technical
requirement oICD is that the film samples must be transparent. After processing treat-
ments, it is possible for protein films to darken in color, due to Maillard browning, or
to become hazy. making CD analysis problematic. FUR. on the other hand, is highly
versatile and can he used for samples of various states, including solutions, powders
and films. Changes in the hydrophobicity of protein films can he investigated using
fluorescence spectroscopy and water-solubility analysis. The Bradford Protein
Assay is a commonly-used specrophotomctric method that quantitatively determines

I
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the concentration of protein in a solution. Tryptophan residues in protein molecules are
frequently used as indicators of their environment (polar or non-polar) by yielding char-
acteristic fluorescence spectra. By following changes in their fluorescence behavior,
changes in the local environment of these tryptophan residues can he determined (Liu et
al. 2005). Changes in complex protein—protein interactions, which may be attributed
to denaturation and aggregation, can be studied using high-resolution microscopic
imaging techniques, including atomic force microscopy (AFM), scanning electron
microscopy (SEM), TEM, and confocal laser scanning microscopy. These changes
will presumably cause differences in the observed film properties.

2.8 Function and Applications of Protein-Based Films

Based on the required tensile, barrier and appearance characteristics and properties,
protein-based edible films for specific applications can he designed. Table 2.2
provides an extensive list of various protein-based films, including gas barrier,
water vapor barrier and tensile properties, as well as potential applications. At the
current state of edible film technology, the best application potential lies in protective
coatings for foods. When applied to the surfaces of foods as a coating, protein-based
edible films can protect food from chemical or microbial damage, thus lengthening
product shelf life and maintaining high product quality.

As evident in Table 2.1, most protein-based films provide excellent barriers to
oxygen. This characteristic has been utilized to effectively protect high-fat foods.
which are known to form rancid off-flavors, due to oxidation. In two studies, per-
formed on peanuts (Lee and Krochta 2002; Lee et al. 2002a—c), the shelf life of
peanuts could he extended to 273 days by coating them with whey protein, com-
pared to only 136 days for uncoated samples. The development of hexanal, an
indicator of lipid oxidation, was prolonged for 330 days when the peanuts were
coated with a whey protein film that contained vitamin E, an antioxidant.

As harriers to mass transfer of carbon dioxide, protein-based coatings have been
found to increase the shelf life of eggs and fresh-cut fruits. Egg quality drops over
time as carbon dioxide migrates out of the shell, causing changes to the internal pH.
These pH changes can deleteriously affect color and yolk quality. A study by Caner
(2005) showed that the shelf life of whey protein-coated Grade A eggs could he
extended one week longer than uncoated eggs, when stored under ambient laboratory
conditions. In the case of fresh-cut produce, browning and ripening times are major

factors determining product shelf life. Protein-based edible coatings that have moder-
ate oxygen, carbon dioxide and water vapor permeability can be applied to the sur-
faces of fresh-cut produce to extend product shelf life by delaying ripening, inhibiting
enzymatic browning, reducing water loss, and minimizing aroma loss (Olivas and
Barhosa-Canovas 2005). In a study by Le Tien et at. (2001), whey protein coatings
significantly delayed browning in fresh-cut Macintosh apples and Russet potatoes.

Edible films used to protect fresh-cut produce have advantages over modified

atmosphere packaging or treating the cut surfaces with ascorbic acid (which inhibits



N

C	 a'
a'	 a'

a'

-r	 -

a' N t
—	 s	 a'	 c.-,	 N

c	 'Q
a' o 'r N	 N
N — - -

4))

2 StrUcture and Eu

U
U

U

U

E
a
L)

0

U 5

U0

-a

E

=
o

=0
C
>
0
5-
0 >

•

U

8
C-	 C
U

a
U

-a
C

r

a

nCtiofl of l'rotei i-Based Edible Films and Coatines

a'	 a'	 a' C\ a'

-	 -a--	 -

-	 -	 -	 -	 -	 r-
U	 U	 oO0a

?2
U 0 0

a-	 -

-	 -	
.

-	 ,t
8	 8 C

— _a00a

-	 a	 -	 -	 0: -	 • E -	 tZ
E

a2

L	 o>- C

r	 '0
a'.

r	 -1-	 I	 I	 I

—

-

(	 LD	 C1)	 Ct)

U	 U

-a -a	 a	 aZ	 =

a 0. 0	 a	 5	 a

OPEN

a'

a'
	

C

>

0.	 -a
U

U
>

U
z
	

C



K.	 .ii	 iL

I 
rowning). Modified atmosphere packaging can slow oxidation; but if oxygen 1ev-

cis are reduced to a very low level, anaerobic conditions could he created, creating
the risk of anaerobic bacterial growth. Effective levels of ascorbic acid may be so
ugh that flavor is negatively affected (Perez-Gago et al. 2003).

While edible coatings that hinder mass transfer of oxygen, carbon dioxide, water
\apor, or aroma compounds represent the majority of applications investigated for
protein-based edible coatings, they also have the potential to improve appearance
by adding gloss (Lee et al. 2002a—c) or by protecting food from microbial spoilage
ii the film contains an active antimicrobial. Such applications have been investi-
gated for protecting meat products, as well as fruits (Vachon et al. 2003; Cagri et at.
2004; Mm et al. 2006a. N.

2.9 Future Td

Mitch progress has been accomplished in the research and development of edible
films and coatings based on agricultural proteins. Table 2.3 provides a brief list
of suppliers of agricultural proteins for edible films research, as well as equip-
ment sources. Based on what is currently known about their properties, protein-
based films and coatings are on the brink of broad application in both the food
and non-food sectors. Concerning commercialization, the best potential for suc-
cess is for food coatings that protect against chemical and biological damage,
thus lengthening product shelf life. Protein-based solutions intended for film-
making can also be used in commercial equipment used for coatin g . Protein-
based coatings are good gas harriers (especially to oxygen) and can act as
vehicles for active compounds like antimicrobials or nutrients. Moreover, they
could be combined with thermal or non-thermal processing to further increase
product shelf life. These concepts have been successfully proven in the laboratory
setting (Ouattara et al. 2002).

Both edible and non-edible protein-based films have the potential to function in
"green" packaging applications. The oxygen permeability (OP) properties of casein
films are superior to those of LDPE. Tests in our laboratory have demonstrated that
coating an LDPE with a casein film reduces its oxygen permeability from 1,560 to
96 cc l.trn/m 2 d kPa. With the growing trend for increased convenience and mdi-
idualized portion size, packaging per unit has also increased (Marsh and Bugusu

2007). As companies like Wal-Mart and McDonald's begin to seek biohased mate-
rials to fulfill their packaging needs, more hiohased products with the functionality
of petroleum-based packaging are likely to he produced.

Protein-based films can be replacements for synthetic gas harriers, but their
mechanical properties still need improvement. Nanotechnology is a viable route to
improve both tensile and barrier properties. Nanoparticles and variations at the
nanometer scale affect electronic and atomic interactions without changing the
cicmisti'v (I .aearon et at. 2(X)5). The water vapor permeability (\VVP) of wheat gluten
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Table 2.3 Ingredient suppliersand equipment sources

ngrcdienEquiPnt Supplier 	 Address

Whey protein	 Davisco	 11000 West 78th St Suite 210 Eden Prairie, MN
55344 phone 800-757-7611

Whey protein	 Proliant. Inc. 	 2425 SE Oak Tree Court Ankeny. IA 50021 USA
(USA)	 Phone: 800-369-2672 Fax: 515-289-5110

Whey protein.	 Fonterra (USA)	 Sales Office 100 Corporate Center Drive Suite 101

casein/caseiilatcS	 Camp Hill PA 17011-1758 Ph + I 717 9204000

Casein	 American Casein 109 Elbow Lane Burlington New Jersey 08016-
Company	 4123 USA Incorporated: 1956 Telephone: 609-

387-3 130 FAX: 609-387-7204 Sales Email:
Salcs@l09elhow.com

Wheat protein	 Tate & Lyle	 2200 East Eldorado Street Decatur, IL 62525 United
States

Soy protein	 The Solae	 P0 Box 88940 St. Louis, MO 63188 Local:
Company	 (314)659-3000 Phone: (800)325-7108 Tel: I 717

9204000
Soy protein Cargill Cargill Health & Food Technologies P.O. Box 9300

MS 110 Minneapolis, MN 55440-9300 E-mail us
at hft@cargill.com (866) 456-8872

Soy protein	 ADM	 Soy Proteins 217-451-5141 866-545-8200 4666
Faries Parkway Decatur, IL 62526 Email:
Sales@109elbow.com

Laboratory film	 Werner Mathis	 2260 HWY 49 N.E. P.0.Box 1626 CONCORD N.C.
equipment	 USA Inc	 28026 Tel: + I 7047 866 157 Fax: + 1 7047 866

159 E-Mail: usa@mathisag.com

Permeability testing Mocon. Inc.	 7500 Boone Ave. N. Minneapolis, MN 55428 USA
equipment	 Phone: (763) 493-6370 Fax: (763) 493-6358

This is just a partial list and does not indicate endorsement of these companies by the USDA

films was improved by including montmorillonite clay nanoparticles, while tensile
strength and elastic modulus were also increased (Olaharrieta et al. 2006).

Edible films and coatings from proteins (as well as other hiohased materials) fit
well into the Environmental Protection Agency's (EPA) suggested plan for improved
municipal waste management and reduction. As stated in its summary on municipal

solid waste in the US (2006), recycling has increased front in 1980 to 32% in

2005. For further and continued improvements of U.S. waste management practices,

the EPA suggests reducing the initial amount of packaging, and promotes compost-
ing. For reduction, the EPA suggests designing packaging systems that reduce the
amount of environmentally toxic materials used in packaging to make it easier to
reuse or compost them. They also suggest packaging that reduces the amount of
damage or spoilage to food products. Protein-based edible films and coatings fit both
criteria. They can reduce the complexity of packaging systems, making them either
easier to recycle or compostahle. Edible coatings can also protect food from chemi-

cal or biological damage, thereby lengthening product shelf life.I
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